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SOUND ABSORPTION AREA ACCORDING TO SS-EN ISO 354:2003 and ISO 20189:2018 S DT e
Measurement of sound absorption area in a reverberation room mg’m’v"‘%’"g ) 2024-01-25
SO/IEC 17025
Frequency Sound absorption Client: Decibel By Johansson Reverberation room volume: 200m®
f area per object Manufacturer: Decibel By Johansson Temperature: 16.5°C (empty: 16.4°C)
2 H . ..
(] [ Sabine] Product identification: Note Air humidity: 44% - (empty:  449%)
=0 B8 Air pressure: 100.5kPa (empty:100.5kPa)
63 0.12 0.14 Description of test specimen: Sound absorbing panel 600 x 600 mm made of an MDF plate with Number of objects: 2
Ecophon glass fiber filling. Height varying from 65 mm to 133 mm.
20 — Group of 6 panel bject. Tested directlty on the fl
p panels as one object. Tested directlty on the Tloor. Measurement date: 2023-12-18
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Measured by: Joachim Schubert
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